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RESUMO: Este trabalho teve como objetivo principal determinar e avaliar o rendimento em madeira serrada, a geração de subprodutos e a qualidade da madeira de três espécies tropicais, jatobá (Hymenaea courbaril), muiracatiara (Astronium lecointei Ducke) e muirapiranga (Brosimum rubescens) em diferentes classes diamétricas.  Para cada espécie foram selecionadas 4 classes diâmetricas com 5 toras cada, totalizando 60 toras com diâmetros variando entre 35 a 108 cm, as quais foram desdobradas em uma serraria convencional. A muiracatiara foi a espécie que obteve melhor rendimento em madeira serrada e menor geração de subprodutos, sendo as classes 2 e 4 as que obtiveram melhor rendimento, desta forma não apresentando tendência de aumento do rendimento de acordo com o aumento das classes diamétricas. A muirapiranga mostrou-se estatisticamente igual à muiracatiara e ao jatobá, porém obtendo melhor rendimento em madeira serrada em relação à última. Mesmo as quatro classes sendo estatisticamente iguais, para a espécie muirapiranga, a classe 2 foi a que obteve maior rendimento em madeira serrada. O jatobá foi a espécie que apresentou menor rendimento em madeira serrada e maior geração de subprodutos, porém houve uma tendência de aumento do rendimento de acordo com o aumento das classes diamétricas, sendo a classe 4 a que obteve melhor resultado. Devido aos problemas causados pelos defeitos encontrados nas toras e também às características anatômicas das três espécies, o rendimento médio em madeira serrada de segunda qualidade foi maior do que o rendimento em madeira serrada de primeira qualidade.
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(Dissertação contendo 96 páginas)
ABSTRACT: This work aimed to determine and evaluate the yield in sawnwood, the generation of by-products and wood quality of three tropical species; jatoba (Hymenaea courbaril), muiracatiara (Astronium Lecointei Ducke) and muirapiranga (Brosimum rubescens) in different diametrical class. For each species it was selected 4 diametrical classes with 5 logs each, totaling 60 logs with diameters ranging from 35 to 108 cm, which were deployed in a conventional sawmill. The muiracatiara was the specie that had the best yield in sawnwood and less generation of by-products, being classes 2 and 4, the ones which obtained better yield, showing no trend of increasing yield according to the increase of the diametrical classes. The muirapiranga was statistically equal to muiracatiara and jatoba, but getting better yield in sawnwood from the last. Even the four classes being statistically equal to the species muirapiranga, class 2 was the one that obtained the highest yield in sawnwood. The jatoba was the specie with the lowest yield in sawnwood and higher generation of by-products, but there was a trend of increasing yield according to the increase of the diametrical classes, being class 4 the one wich had the best result. Due to the problems caused by the defects found in the logs and also the anatomical features of the three species, the average yield in the second quality lumber was higher than the yield of top quality lumber.
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